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Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 Bc Lab Report

(303) 989-1404 R
- BONDAR-CLEGG
REPORT: 098-1630 ( COMPLETE ‘ I REFERENCE INFO: NONE LISTER
CLIENT: BROHM MINING CORP. SUBMITTED RY: 1. RARRON
FROJECT: NONE LISTER DATE PRINTER: 23-DEC-88
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
i A Gold 40 0,002 OFT Fire Assay
SAMPLE TYPES NUMRER SIZE FRACTIONS NUMRER SAMPLE PREPARATIONS NUMRER
I DRILL CORE 50 2 -150 40 Assay Prep &0
Samrle Pickur i
REMARKS: FINAL RESULTS NOW ALL REPORTEDR.
REPORT COPIES TO: MR. JIM RARRON INVOICE T0: MR. JIN RARRON

MR, JIN BARRON




Bondar-Clege Inc.

Geochemical

12980 West Cedar Dr.
L:kewood, Colorado 80228 Ec Lab Report
(303) 989-1404 .
' BONDAR-CLEGG
REPORT: 098-1630 l PROJECTY NONE LISTER PAGE 1
SAMPLE ELEMENT Ay SANPLE ELEMENT Au
NUMBER UNITS 0FT NUMBER UNITS OFT
02 R88-523-0-5 0.010 [2 RBB-523-200-203 £0.,002
02 RE8-523-5-10 0,009 02 REE-523-205-210 40,002
12 RB8-521-10-15 <0.,002 D2 RBB-523-210-215 0,002
D2 RBE-523-15-2 0,004 02 RBB-523-215-22 0,002
02 REE-523-20-2 £0,002 D2 RBE-523-220-223 40,002
02 RB8-523-25-30 40,002 D2 RBE-523-225-220 0,002
D2 RB8-523-30-15 0,002 02 RE8-523-230-215 0,004
02 RBE-523-35-40 0,002 [2 RBS-523-235-240 <0,002
D2 RB8-523-40-45 £0,002 02 RBB-523-240-245 0,002
D2 RBB-523-45-50 0,002 D2 RBB-521-245-230 <0,002
D2 RBB-523-30-55 0,002 D2 R88-523-250-255 £0,002
[2 R8B-523-55-40 0,002 02 RBB-521-255-240 0,002
[2 R8B-523-60-63 0,002 D2 RBB-523-260-243 0,002
[2 RBB-523-65-70 0,002 D2 RBB-323-265-270 0,014
D2 RB8-523-70-75 £0,002 D2 RBE-523-270-275 0,003
02 RB8-523-75-80 0,002 N2 REE-521-275-280 0,002
02 REB-523-80-85 £0.002 02 R8B-323-280-285 0,046
[2 RB8-523-85-%0 0,002 [2 RBB-523-285-290 0,024
02 RE8-523-90-95 <0.,002 02 REB-521-290-295 0,024
[2 RBB-523-95-100 0,002 D2 RBB-523-295-300 2,300
D2 RB8-523-100-105 £0.002
D2 Re|-523-105-110 40,002
D2 R8B-323-110-115 0,002
D2 RBB-523-115-120 0,002
02 RE8-523-120-125 £0,002
D2 RBB-523-125-130 0,002
02 RBB-523-130-135 £0,002
D2 RBR-523-135-140 0,002
02 RBB8-523-140-145 0,002
D2 RB8-522-145-150 0,002
D2 R8B-523-150-135 0,004
D2 RBB8-523-155-140 £0,002 \
02 RE8-521-160-145 £0,002
[2 RBB-523-1465-170 0,002
D2 RB8-523-170-175 0,007
D2 RB8-523-175-180 0,002
[i2 REB-523-180-185 0,005
D2 RBB-523-185-190 0,002
D2 RE8-523-190-195 40,002
[2 RB8-523-195-200 0,002
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(303) 989-1404 *
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Bondar-Cleg, Inc. Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 Ec Lab Report
(303) 989-1404 '

BONDAR-CLEGG

REPORT: 098-1431 { COMPLETE ) I r REFERENCE INFO: NONE LISTER
CLIENT: BROHM MINING CORF. SUBMITTEDR RY: .. BARRON
PROJECT: NONE LISTER DATE PRINTED: 23-DEC-88
NUMBER OF LOWER
ORDER ELENENT ANALYSES  DETECTION LINIT EXTRACTION METHOD
1 Au Gold 35 0,002 DFT Fire Assay
2 Au Gold 1 0,002 OFT Fire Assay
SAMFLE TYPES NUMRER SIZE FRACTIONS NUMBER SAMPLE FREPARATIONS NUMBER
D DRILL CORE 15 2 -150 15 Ascay Prer 35
Samrle Pickup 1

REMARKS? FINAL RESULTS ARE REPORTED.

2 RESULTS REFORTEDR FOR ONE SAMPLE,

REPORT COPIES TO! MR. JIM RARRON INVOICE TO! MR. JIM RARRON
MR+ JIM RARROM




Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr.

Lakewood, Colorado 80228 - Bc Lab Report
(303) 989-1404 ;

BONDAR-CLEGG
[7 REPORT: 098-1431 | [ PROJECT: NONE LISTER PAGE 1

SANPLE ELEMENT Au Au
NUMBER UNITS  OFT 0FT

02 R88-523-200-1305 0,12

02 RB8-523-305-310 0,02

12 RBB-523-310-315 0,024
2 RB8-523-315-320 0,047

12 R88-523-320-125 0,051
2 R88-523-325-110 0,055
D2 RB8-521-330-115 0,112
D2 REB-523-335-340 0,042

2 R88-523-140-145 0,037
D2 RB8-523-345-350 0,007

12 RB8-523-150-155 0,020
12 RB8-523-355-340 0,033

D2 RB8-523-340-145 0,024
12 RE8-523-365-370 0,025

12 R88-523-170-175 0,012
12 RE8-523-375-180 0,013

D2 R88-523-180-185 0,005
12 RB8-523-185-190 0,002
02 R88-523-190-1395 0,002
12 RE8-523-195-400 0,002

D2 RB8-521-400-405 0,056 0,005 =, 030 ~
12 RBB-523-405-410 0,011

D2 R88-523-410-415 0.014 15
12 RBB-523-415-420 0,006

02 R8B-523-420-425 0,015 ; — !

¥ ;

12 R88-523-425-430 0,013 ! .
02 RE8-523-410-435 0,022
12 RB8-523-415-440 0,002
12 R88-523-440-445 0,003
12 RB8-523-445-450 0,020
12 RE8-523-450-455 0,002
D2 RB8-523-455-440 0,006
D2 RBB-523-440-445 0,007
12 RB8-523-445-470 0,017
12 RB8-523-470-475 0,029
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‘ e alh Bondar-Clegg, Inc.

12980 West Cedar Dr.

. Lakewood, Colorado 80228
\R-CLEGG » (303) 989-1404
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Bondar-Cleggglnc. .
1298 West Cedar Dr. . Geochemical
Lakewood, Colorado 80228 , Lab Rep()l't
(303) 989-1404

BROHM MINING CORF.
MR+ JIM BARRON

Py ROX 485

DEADWQOD, SO
37732




Bondar-Clegg, 4nc. Geochemical
12980FWest Cedar Dr. .

Lakewood, Colorado 80228 . Lab Report
S BONDAR-CLEGG

REPORT: 098-1633 ( COMPLETE 1 REFERENCE INFO: NONE LISTER
CLIENT: BROHM MINING CORF. SUBMITTEDR RY: J. RARRON
PROJECT: NONE LISTED DATE PRINTER: 23-DEC-88
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 Au Gold 26 0,002 OFT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREFARATIONS NUMBRER
I DRILL CORE 26 2 -150 26 fizzay Prep 24
Excessive Wetness 472

Samrle Pickup

REMARKSY FINAL RESULTS ARE REPORTED.

REPORT COFIES 70! MR. JIM BARRON INVOICE TO: MR, JIM BARRON

HR—JTH-BARRON




Bondar-Clegg, fhc. . Geochemical
12980 West Cedar Dr. h
Lakewood, Colorado 80228  * Lab Report
(303) 9891404
BONDAR-CLEGG

REPORT: 098-1423 l PFROJECT: NONE LISTED FAGE AAAJ

SAMPLE ELEMENT Au

NUMRER UNITS OPT

D2 R8B8-523-475-480 0,003

’D2 RBB-523-480-485 0,007

D2 RBB-523-485-490 €0.002

D2 RB8-523-490-495 0,003

D2 RB8-523-495-500 <0.002

12 RB8-523-500-505 0,002

D2 RB88-523-505-510 0.003

D2 RB88-523-510-515 %0.,002

D2 RB8-523-515-520 40,002

D2 R8B8-523-520-525 0,002

D2 R8B-523-325-530 0,004

D2 RBB-523-530-535 0,004

D2 RB8-523-535-540 0,002

112 R88-523-540-545 0,002

D2 RBB-523-545-350 0,017

D2 RBB-523-550-555 40,002

D2 RB8-523-555-340 0,002

D12 RBB-523-540-543 40,002

D2 RB8-523-585-570 £0,002

2 RBB-523-570-575 20,002

D2 RBB-523-575-580 40,002

D2 RBB-523-580-585 0,002

02 R8B-523-583-5%¢ 0.004

D2 RBB-523-5%90-5%95 40,002

D2 RB8-523-595-400 <0.002

12 RBB-523-400-405 0,002




e e——

BE@EUWEB

' BROHM MINING CO.




4

SRR M e o aammes L L admBM

BC

BONDAR-CLEGG

BROHM MINING CORF,

MR, U
Pel,

IM BARRON
EQX 485

DEADWOOD, 8D

P e &
1 .'; 732

Bondar-Clegg, Inc.

12980 West Cedar Dr. |
Lakewood, Colorado 80228
(303) 989-1404

Invoice : 13440+ Pade 1
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Rerort Mo! 098-14&33
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Bondar-Clegg, Inc.
12980 West Cedar Dr
Lakewood, Colorado 80228
(303) 989-1404 -
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Lab Report
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Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404 -

- -

REFORT: 098-1634 ( COMPLETE !

BC

Geochemical
Lab Report

[7 REFERENCE INFO: NONE LISTED

CLIENT BROHM MINING CORP.
PROJECT! NONE LISTED

SUBMITTEDR RY: J. BARRON
DATE PRINTEDRD &-JAN-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 A Gold 40 0.002 OFT Fire Assay
SAMPLE TYPES MUMRER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 50 2 -150 &0 Assay Prep 40
Excessive Wetnhess 1288
Samrle Pickur 1

REMARKS! FINAL RESULTS ARE REPORTED.

REPORT COFIES TOP MR. JIM RARRON

INVDICE 7OV MR. JIM RARRON

MR AIH RARRON




Bondar-Clegg, Inc. i
12980 o Y Geochemical
Lakewood, Colorado 80228 Lab Rep()l't
(303) 985:4404- y
REPORT: 098-1434 | FROJECT: NONE LISTER PAGE 1 AA_J
SAMPLE ELEMENT Au SAMPLE ELEMENT Ay
NUMBER UNITS OPT NUMBER UNITS OPT
D2 REB-523-405-810 0.00% N2 REB-523-805-810 0.042
D2 RBB-523-410-615 0,002 N2 RB8-523-810-815 0,045
[2 REE-523-615-620 {0,002 D2 RBB-323-815-820 0.007
D2 RBB-523-420-425 0,002 N2 RB8-323-820-825 0,002
02 RBR-5323-625-430 0,005 12 RB88-523-825-830 20,002
N2 RBR-523-430-435 0,015 D2 RBB-323-810-835 0.008
02 RBB-523-435-440 0.011 D2 RBB-523-815-840 0.008
D2 RBR-323-440-445 0,002 012 RBB-523-840-845 40,002
N2 RB8-323-645-630 0,012 02 RBB-323-845-850 0,002
D2 REB-523-450-455 0,184 02 RBB-521-B30-B55 0.003
D2 RBB-523-455-4660 0,099 D2 REg-523-B35-840 0,004
02 REB-522-4460-645 0,313 D2 RBB-52I-B40-B4S 40,002
D2 RBB-523-445-470 0,334 N2 RBB-323-845-870 0,008
D2 RBB-521-670-473 0,074 N2 REB-523-870-875 0,002
D2 RBB-523-675-480 0,210 D2 R8B-523-875-880 0.005
[2 RBB-323-480-485 0.082 D2 RBB-523-BB0-885 0.007
D2 RBB-523-405-620 0.074 02 REB8-523-885-8%0 0.012
D2 RBB-521-490-693 0,048 D2 R8B-523-890-895 0,005
D2 REB-523-693-700 0,027 [2 RB8-523-893-900 0,012
02 RBB-523-700-705 0,059 02 RBB-523-900-705 £0,002
02 RBR-5321-705-710 0.034
[2 RE8-523-710-715 0,021
N2 RE\-523-715-720 0.047
2 R8B-523-720-725 0,021
D2 RB8-523-725-730 0.021
{2 RBE-523-730-735 0,018
{2 RER-523-735-740 0.114
i2 RBB-523-740-745 0,002
N2 REQ-521-745-730 0,019
N2 RE8-523-750-755 0,002
fi2 REG-523-735-760 0.010
[2 RER-521-780-765 0.040
N2 REE-523-743-770 0,084
D2 RB8-521-770-77% 0,044
02 RE8-521-775-780 0,092
12 REB-521-780-785 0,035
112 RER-521-783-790 0,130
I2 RBB-523-790-795 0,042
02 RBE-521-793-800 0,015
12 RB8-522-800-805 0,003
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Bondar-Clegg, Inc.

12980 Wegsaedar Dr.
Lakewood, Colorado 80228
(373) 9891404
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Lab Report
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Bondar-Clegg, Inc. Geochemical
12980 West «sedar Dr.

Lakewood, Colorado 80228~ + Bc Lab Report
(303) 989-1404 K

BONDAR-CLEGG
REFORT: 098-1834 ( COMPLETE ) AAAJ I REFERENCE INFQ) NONE LISTEDR
CLIENT? BROHM MINING CORP. SUBMITTED RY: . BARRON
FROJECT: NONE LISTER DATE PRINTEDR: 23-REC-88
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 Au Gold 28 0,002 OPT Fire Assau
SAMPLE TYPES NUMRER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 28 2 -150 28 Assay Prep 28
Excessive Wetness £41
Samrle Pichkur 1
REMARKS: SAMPLE 1010-1015 WAS NOT RECEIVEDR WITH THE
SAMPLE SHIPMENT,
FINAL RESULTS ARE REPORTED.
REFORT COPIES TO: MR, JIM RARRON INVOICE TO: MR. JIM RARRON

¥R, JINM RARRON




Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr. .
Lakgwood, Colorado 80228 . Lab Report
(303) 989-1404
BONDAR-CLEGG
REFORTS 098-1634 ] PROJECT: NONE LISTED PAGE 1 AAJ
SAMPLE ELENENT Au
NUMBER UNITS  OPT
D2 R88-523-905-910 0,004
D2 R88-523-910-915 0,009
D2 RBE-523-915-920 0,009
12 R88-523-920-925 0,004
D2 R88-523-925-930 0,004
12 R88-523-930-935 0,010
N2 RB8-523-935-940 0,003
N2 RB-523-940-945 40,002
D2 R88-523-945-950 0,002
02 R88-523-950-955 40,002
D2 R88-523-955-940 0,002
D2 RE8-523-960-965 40,002
R2 R88-523-945-970 40,002
N2 RBB-523-970-975 0,004
D2 R88-523-975-980 0.085
D2 RBE-523-980-985 0,101 i
12 R8B-523-985-990 0,010 |
D2 R88-523-990-995 0,012 |
12 REB-523-995-1000 0,009 c 5 . |
D2 R8B-523-1000-1005 0,008 . 0ot
3 H
i1
12 R88-523-1005-1010 0,006 p 15500 ; j“"jr} i
12 R8B-523-1015-1020 0,004 : i nig iU
D2 R88-523-1020-1025  <0.,002 Bamentil, U LOULS
D2 RE8-523-1025-1030 0,003 ' T —————
D2 RBR-523-1030-1035  <0.002
12 R88-523-1035-1040 0,006
12 R88-523-1040-1045 0,008

02 RB8-523-1045-1050

0,005
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Bondar-Clegg, Inc. Geochemical
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Bondar-Clegg, Inc. i
12980 West €edar Dr. Geochemical
Lakewood, Colorado 80228 Lab Report
(303) 9891404

BONDAR-CLEGG
REPORT: 098-1431 ( COMPLETE ) l l REFERENCE INFO: NONE LISTER
CLIENT: BROHM MINING CORP. SUBMITTER RY: J. BARRON
PROJECT: MONE LISTED DATE PRINTER? 3-FER-8%
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
i A Gold 35 0,002 OPT Fire Assay
2 Au Gold 1 0,002 OFT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 33 2 -130 35 ficsay Prep 35
Szmrle Pickur 1

REMARKS! FINAL RESULTS ARE REPORTED,

2 RESULTS REFORTED FOR ONE SANPLE.

REPORT COPIES TO: HR. JIM RARRON INVOICE 7O MR, JIN BARRON
MR+ JIN BARRON




(303) 989-1404

Bondar-Clegg, Inc. Geochemical
Likevon, Colorad W12 Bc Lab Report
BONDAR-CLEGG

REPORT: 098-1431 | | PROJECT: NONE LISTER PAGE 1
SANPLE ELEMENT Ay Au
NUMBER UNITS OPT OFT
02 REB-523-300-305 0,126
112 RB8-523-305-210 0.028
02 R88-523-310-313 0,024
N2 Res-523-315-320 0.047
2 R88-523-320-3235 0,051
12 R88-523-325-330 0,033
N2 RE8-523-330-135 0,112
I2 RB8-523-135-340 0,042
D2 RB8-523-340-345 0,037
12 R88-523-345-350 0.007
02 REB-523-350-355 0.020
12 RB8-523-353-360 0,033
02 RB88-523-360-365 0.024
N2 R8B-523-365-370 0,025
. 02 RB88-523-370-373 0,012
h2 REe8-523-375-380 0,013
12 RB88-523-380-383 0,003
12 R8B-523-385-3%0 £0,002
2 RB88-323-390-195 £0,002
D2 R88-523-195-400 0,002
02 RBE-521-400-405 0.056 0,005
2 R88-523-405-410 0,011
12 RB88-521-410-413 0.014
02 RBB-523-415-420 0,006
2 RB88-521-420-425 0,015
N2 R8G-523-425-430 0,013
2 RBB-523-410-435 0,022
N2 RB8-323-435-440 £0,002
D2 RB8-323-440-445 0,003
2 R88-523-445-450 0,020
N2 RBB-523-450-435 €0.,002
12 RB8-323-455-460 0,006
12 RBB-523-460-443 0.007
12 REB-323-465-470 0.017

N2 RB88-521-470-475 0,029




Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Color¥do*80228
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Bondar-Clegg, Inc. :
12980 West Cedar Dr. Geochemical
Lakewood, Colorado 80228 Lab Report
(303) 989-14@4
BONDAR-CLEGG
REPORTS 098-1421 ( COMPLETE ) | REFERENCE INFO: NONE LISTED
CLIENT: BROHM MINING CORP, SUBMITTED BY: J, BARRON
PROJECT: NONE LISTED DATE PRINTED: 3-FEB-89
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOR
1 Au Gold 33 0.002 OPT Fire Assay
2 Au Gold i 0,002 OPT Fire Assay
SAMPLE TYPES NUMRER SIZE FRACTIONS NUMRER SAMPLE FREPARATIONS NUMBER
D DRILL CORE 35 2 -1350 35 fscay Frep 35
Samrle Pickup 1

REMARKS: FINAL RESULTS ARE REPORTED.

2 RESULTS REPORTED FOR ONE SAMPLE.

REPORT COPIES TO: MR, JIM BARRON
¥R, JIM RARRON

INVOICE TO: MR. JIN RARRON




(303) 9891404

Bondar-Clegg, Inc. Geochemical
et . ek 2 Fab Repart
BONDAR-CLEGG

REPORT: 098-1431 | | PROJECT: NOME LISTED PAGE 1
SANPLE ELENENT  Au Ay
NUNRER UNITS  OFT  OPT
D2 R8B-523-300-305 0,126
12 Re-523-305-310 0,028
D2 R8B-523-310-315 0,024
D2 ReB-523-315-320 0,047
D2 Re8-523-320-325 0,051
D2 REB-523-325-330 0,055
D2 R88-523-330-315 0.112
12 RES-523-335-340 0,042
D2 R88-523-340-345 0,037
D2 RB8-523-245-350 0,007
D2 Re8-523-350-355 0,020
D2 REB-523-355-360 0,033
02 RE-523-360-365 0,024
12 ReE-523-345-370 0,025
D2 REB-523-370-375 0,012
02 RBE-523-375-380 0,013
D2 R88-523-380-385 0,005
D2 REB-523-385-390 €0,002
02 R88-523-390-395 £0,002
12 RE8-523-395-400 <0,002
D2 R8B-523-400-405 0,056 0,005
12 RE8-523-405-410 0,011
D2 R88-523-410-415 0,014
02 RBB-523-415-420 0,004
02 RE8-523-420-425 0,015
12 RB8-523-425-430 0,013
12 R88-523-430-435 0,022
12 RE8-521-435-440 €0,002
D2 RE8-523-440-443 0,003
02 RE8-523-445-450 0,020
S 80% ooy
12 RE8-523-450-455 €0,002 =
D2 R88-523-455-460 0,006 r**--—-—-—-—1 ;
D2 R8B-523-4640-465 0,007 - g \
12 R88-523-465-470 0,017 rlﬂ LEB - ¢ 1583 ;’
D2 R8B-523-470-475 0,029 -

-

)




SROHM MINING CO.
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Contractor__ 1010 Coordinates 5176 5 Project bur Eove Mole No._E S8 - 523>
Drill Type Casing Depth State___>D Sheet_/ o'__é__
Hole Size Bearing___—____ Inclination__7< Date Started___/2- 7 8E Property S/e7 £De &
Collar Elev. Fina! Depth (050 Date Completed /= 9.2¢ Hole Surveyed
JWH H
) GRAPHIC LOGS locanon GEOLOGIC NOTES
2 S|ALTERATION: s o % 518 § vE .l @ DESCRIPTION MINERALIZATION
- e - < x - "~
'a' - o33 o - .3: é N ROCK TYPE MINERALOGY, ALTERATION, TEXTURES, mm‘." minated Lxee ASSAY
S 2 8 5 i _E GRAM 812€, FRAGMENT 8iZ¢ Veinti, Replacement Ao Ao
1Ro-% Erog 0-30 Fire 0 -350 Ooxpe L
20 -15
Tate %o 50  Quaprz  Teacigre
0 . =
s 5o
y/ 2
-0
(zo-(1
145150
170-175

DRAL CUTTING LOG

Logged dy:




Contractor

Logged by:

DRLL CUTTING LOG

Coordinates___ Project ___ Wole No._£F8-523
Dritl Type Casing Depth State Sheet_Z ol _ 7
Hole Size Bearing _________Inclination_ Date Started , Property
Collar Elev. Final Depth Date Comolﬂod ‘ Hole Surveyed
- GRAP‘l'ilS: LOGS ,_:::,",o:‘ GEOLOGIC NOTES
2 ZIALTERATION srooreel o 8 3 :3: § vz .l @ DESCRIPTION MINERALIZATION
3 o5 3 <X 3 < |ROCK TYPE RIAIAAUTION Txes
g 8 3 3 3 § E 3 s \;“ UINERALOGY. ALTERATION, TEXTUAES. “easive, Dlaseminated.
- e F3 j GRAIN 128, FRAGMENTY 812E Veintitt, Replacement
2005 -1g0 T# —_—
195 - L0
2lo- 175
s - 18
210 -5
%-20
3720-215
350




- —— —— ——— A

Contractor

Coordinates

ORRL CUTTING LOG
Logged by:

, Project - Hole No. 25’8 -53
Drill Type Casing Depth State Shooté_o'_.é_
Hole- Size Bearing_________Inclination_ ' Date Started ) Property .
Collar Elev. Final Depth Date Completed Hole Surveyed
- GRAPHIC LOGS | ‘oot | GEOLOGIC NOTES
% S|ALTERATION; soiee) 4 & :3: 8 us .| & DESCRIPTION MINERALIZATION
- '.- - - x 4 -
i 933 - 5: sl 3 ROCK TYPE WINERALOGY, ALTERATION, TEXTURRS, m.ée:t’;m:mwm'“ (Lxee ASSAY
S 3 8 3 § j . : GAAM S1ZE, FAAGMENT 81Z€ Valatit, Weplacement ' Ae o
0 | A% -3551 'ﬁglnra 450 = 395 Mixel>
To-315
375 - 495 O¥ 1 DE
5% - fod
o-419
445 -{so
b= {15
ZH$- 500 495 S50 MixeD
/ oo~ [t Sufipe . [~2%kS,
1o-515 7




NP &

o s et e ) B
~ — - -- e

Contractor

Logged dy:

DRAL CUTTING LOOG .

Coordinates___ Project i Hole No. ZZ' §-523
Orill Type Casing Depth State sv\oot_i,o!_é_
Hole Size Bearing Inclination_ Date Started Property
Collar Elev. Fina! Depth Date Completed Hole Surveyed
- GRAPH|9 LOGS :Lo':"",o',', GEOLOGIC NOTES
% S|ALTERATION: giomeel 4 & o H 3 8% .| @8 DESCRIPTION MINERALIZATION
- e - - z - ”~ -
23 °3 3 o Ei 3 ROCK TYPE MINERALOGY. ALTERATION, TEXTURES, QUIBALLAN e Lxet
IR 3 8l 5 § i QRAM $IZ8, FRAGMENT 8128 Velatii, Replacement
B0l K1s-530 ji#f : —_—
545-5%
570 -575
95-p00
(6l — éBol 5-10%, Fr séas-ﬁ
70-b1
- D . .
60 Tbe o2 - TB4cdly TE ﬁlf'@éyﬂ? (eso- 670 ) 7-9% &5,
T - 010
: (ef0 =T ) Z2-3% &%
35 -




« 2R3

Contractor

Coordinates Project — MHole No._FIZF-525
Drill Type Casing Depth State Shoot_é..o'.h__.
Hole Size Bearing inclination_ Date Started Property
Collar Elov. Final Depth Date Completed Hole Surveyed
- GRAPHIC LOGS ey GEOLOGIC NOTES
o S " - ]
3 FJALTERATIONI ] 28 5 (818183 < ] DESCRIPTION MINERALIZATION
23 °3 3 3 A<z & $ |ROCK TYPE UMERALOGY, ALTERATION, TEXTURES, o Txee ASSAY
@” - 8 2} > 2 Messive, Dlasominated. ‘
L. F3 I GRAIN 81ZE, FRAGMENT 312¢ Veinnll, Replacement Ae Ae
60 |({Po-T05 T —_—
(210 - 79p l3«59°£$a
n-1L5
745 -750
770175
Z—f—'lo oR T >
/0 = 7 (7% -~ _§05 ) 2-<2% £5S
1% - 3o =
LZOS" ?ls ) 5'7’10 Es,—
- (95 —§30) 3-5%i=3,
415 .
30 47’.{;__23;%3@ Qosrg T@ucetyre (330 —(050) /-3% [R5,
45 -850
$10-315 369 T30 FZroamBPiin) SeHiST

DRRL CUTTING LOO

Logged bY:




PP

Contractor

‘
—. -

. DRRL CUTTING LOO
Logged By:

~ Coordinates : : . Project — Hole No. REF 52>
Drilt Type . Casing Depth ; State Sheet_{_of VU
Hole Size Bearing________Inclination Date Started Property
Collar Elov. Final Depth i , Date Completed Hole Surveyed
; GRAPHIC LOGS BOWH ROE - | — GEOLOGIC NOTES \
‘3’-.; ALTERATION secearel :,2 = § § vz .| 8 - DESCRIPTION MINERALIZATION
(¢ "~ - x - "~
H s °33 ol = x :-', ¢ |ROCK TYPE MINERALOGY, ALTERATION, TEXTURES, %uomm‘. Lxee ASSAY
it g & 3 L a GAAW 128, FRAGMENT 3128 Velntit, Replacement M | A
ol g%z -
ko | Tt 35p ~385_ %15 gfo:z‘_fnéqlzd
0 LY - (050 PrREC 2! SetlisT” '
Joo
928
-0 _
770775
-[DOD.
ol0-[0%
ol 4 2D e T






